TABLE 1

SUMMARY OF CONCRETE CHIP AND CONCRETE CORE ANALYTICAL RESULTS
BALDWIN HARDWARE MANUFACTURING CORPORATION
READING, PENNSYLVANIA

DECEMBER 2010

Location ID:| CC-01-001 CC-01-002 CC-01A-001 | CC-01A-002 [ CS-01A-001 | CC-01A-003 CC-02-001 CS-02-001 CC-02A-001 | CS-02A-001 [ CC-02A-002 | CC-02A-002* | CC-02A-003 [ CC-02A-004 CC-03-001 CC-03-002 CC-03-003 CS-03-001 CC-03-004 CC-03-005 CC-03-006
Parameter Sample | D: 1160370 1160371 1160372 1160373 1160374 1160375 1160367 1160368 1160362 1160363 1160364 1160364 1160365 1160366 1160377 1160378 1160379 1160380 1160381 1160382 1160383
Date Collected:| 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 1/10/1900 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010
L ocation Description: BLDG 01 BLDG 01 BLDG 01A BLDG 01A BLDG 01A BLDG 01A BLDG 02 BLDG 02 BLDG 02A BLDG 02A BLDG 02A BLDG 02A BLDG 02A BLDG 02A BLDG 03 BLDG 03 BLDG 03 BLDG 03 BLDG 03 BLDG 03 BLDG 03

Volatile Organic Compounds ug/kg
Acetone ug/kg NA NA 80.8 BRL NA 291 VOC11 BRL NA BRL NA 579E BRL 343 BRL BRL BRL BRL NA BRL BRL BRL
Benzene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
2-Butanone (MEK) ug/kg NA NA BRL BRL NA 96 BRL NA BRL NA 272 VOC11 BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
n-Butylbenzene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL 107
sec-Butylbenzene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL 168
Chloroform ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
|sopropylbenzene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL 353
4-|sopropyltoluene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL 74.9
cis-1,2-Dichloroethene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
Ethylbenzene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
2-Hexanone (MBK) ugkg NA NA BRL BRL NA BRL BRL NA BRL NA 87.7 BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
4-Methyl-2-pentanone (MIBK) ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
Methylene Chloride ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
Napthalene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
Toluene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
n-Propylbenzene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL 1,560
Trichloroethene ug/kg NA NA BRL BRL NA 4.9 BRL NA BRL NA BRL BRL BRL BRL BRL 113 54.3 NA 888 BRL BRL
1,2,4-Trimethylbenzene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL 358 100 NA 109 104 12,100 E
1,3,5-Trimethylbenzene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL 97.6 BRL NA BRL BRL 3,500
m,p-Xylene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL 227 BRL NA BRL BRL BRL
o-Xylene ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL 163 55.8 NA BRL BRL 222
Tert-amyl methyl ether ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
Tert-Butanol / butyl alcohol ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
Ethanol ug/kg NA NA BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
TCLP Volatile Organic Compounds
Trichloroethene ug/l NA NA NA NA NA NA NA BRL NA BRL NA NA NA NA NA NA NA BRL NA NA NA
Polychlorinated Biphenyls
Aroclor-1260 ug/kg NA NA NA NA NA NA 342 NA BRL NA 98.6 BRL 107 171 NA NA NA NA NA NA BRL
Total Metals
Silver mg/kg BRL BRL BRL BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
Arsenic mg/kg 1.76 3.47 2.41 2.29 NA 2.39 2.34 NA 3.25 NA 2.25 2.25 2.34 2.03 2.11 2.18 2.77 NA 1.77 1.77 2.17
Barium mg/kg 19.3 29.9 32.2 274 NA 30.8 23.8 NA 27 NA 36.5 36.5 314 22 27 24.6 19.1 NA 23.2 26.4 25.9
Cadmium mg/kg BRL BRL 15.7 BRL NA BRL BRL NA BRL NA 0.522 0.522 BRL BRL BRL BRL BRL NA BRL BRL BRL
Chromium mg/kg 8.25 117 1,870 114 NA 12.7 14.6 NA 21.1 NA 12.8 12.8 13.7 12.1 13.5 14.6 21.4 NA 13.2 12.7 16.8
Copper mg/kg 446 1,220 BRL 180 NA 1,340 747 NA 1,410 NA 43.6 43.6 114 408 1,030 1,100 654 NA 281 324 961
Mercury mg/kg BRL BRL 115 BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL 0.137 0.0323 BRL NA BRL 0.0291 0.0899
Nickel mg/kg 4.87 6.99 52 5.48 NA 9.03 7.76 NA 5.66 NA 7.5 7.5 4.42 5 6.71 7.57 553 NA 5.28 7.77 8.18
Lead mg/kg 12.6 38.9 BRL 514 NA 35.7 47.3 NA 51.5 NA 24.1 24.1 12.8 20.7 24.6 28.4 16.8 NA 11.8 10.2 59.3
Selenium mg/kg BRL BRL 1,310 GS1 BRL NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL BRL
Zinc mg/kg 264 1,160 GS1 BRL 94.8 NA 923 GS1 1,690 GS1 NA 1,320 GS1 NA 235 235 233 587 GS1 647 GS1 829 387 NA 185 154 530 GS1
TCLP Metals
Cyanide mg/| NA NA NA NA BRL NA NA BRL NA BRL NA NA NA NA NA NA NA BRL NA NA NA
Barium mg/l NA NA NA NA 0.191 NA NA 0.0869 NA 0.154 NA NA NA NA NA NA NA 0.0716 NA NA NA
Arsenic mg/| NA NA NA NA BRL NA NA BRL NA BRL NA NA NA NA NA NA NA BRL NA NA NA
Chromium mg/| NA NA NA NA 0.0102 NA NA BRL NA 0.0456 NA NA NA NA NA NA NA BRL NA NA NA
Copper mg/| NA NA NA NA 0.249 NA NA BRL NA BRL NA NA NA NA NA NA NA BRL NA NA NA
Nickel mg/| NA NA NA NA 0.0498 NA NA BRL NA BRL NA NA NA NA NA NA NA BRL NA NA NA
Zinc mg/| NA NA NA NA 0.197 NA NA BRL NA BRL NA NA NA NA NA NA NA BRL NA NA NA
Total Cyanide mg/kg NA NA NA NA 2.39 NA NA NA NA BRL NA NA NA NA NA NA NA NA NA NA NA
TCLP Cyanide mg/| NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA
pH pH Units NA NA 12.1 123 NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA
Notes:

CC - Concrete chip

CS- Core sample

NA - Not Analyzed

BRL - Below Reporting limit
ug/kg - Micrograms per kilogram
mg/kg - Milligrams per kilogram
ug/l - Micrograms per liter

mg/l - Milligrams per liter

* - Sample re-analyzed at higher dilution

E - The concentration indicated for this analyte is an estimated value
GSL1 - Sample dilution required for high concentration of target analytes to be within the instrument calibration range
VOC11 - Thiscompound was over the instrument caibration range and was not re-anayzed from the methanol vial because aminimum 50x dilution factor was required. The dilution factor combined with reporting limit would mean ihsfic?al concentration would be below reporting limits.
RO1 - The Reporting Limit has been raised to account for matrix interference




TABLE 1

SUMMARY OF CONCRETE CHIP AND CONCRETE CORE ANALYTICAL RESULTS
BALDWIN HARDWARE MANUFACTURING CORPORATION
READING, PENNSYLVANIA

DECEMBER 2010

Location ID:| CC-03-006* CC-03-007 CC-03-007* CC-03-008 CC-03A-001 CC-04-001 CC-06-001 CC-07-001 CC-07-001* CC-07-002 CC-07-003 CS-07-001 CC-07-004 CC-07-005 CC-07-006 CC-08-001 CC-08-002 CC-08-003 CC-08-004 CC-08-005 CC-08-005*
EEGE SampleID: 1160383 1160384 1160384 1160385 1160376 1160369 1160386 1160355 1160355 1160356 1160357 1160358 1160359 1160360 1160361 1160346 1160347 1160348 1160349 1160350 1160350
Date Collected:| 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010
L ocation Description: BLDG 03 BLDG 03 BLDG 03 BLDG 03 BLDG 03A BLDG 04 BLDG 06 BLDG 07 BLDG 07 BLDG 07 BLDG 07 BLDG 07 BLDG 07 BLDG 07 BLDG 07 BLDG 08 BLDG 08 BLDG 08 BLDG 08 BLDG 08 BLDG 08
Volatile Organic Compounds ug/kg
Acetone ug/kg BRL BRL BRL NA BRL NA BRL 1820 E 983 76.3 NA NA NA NA BRL 42.4 NA NA NA 114 BRL
Benzene ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
2-Butanone (MEK) ug/kg BRL BRL BRL NA BRL NA BRL 940 E BRL 39.1 NA NA NA NA BRL BRL NA NA NA BRL BRL
n-Butylbenzene ug/kg BRL 98.2 BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
sec-Butylbenzene ug/kg BRL 140 BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
Chloroform ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
|sopropylbenzene ug/kg 319 299 271 NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
4-1sopropyltoluene ug/kg BRL 67.9 BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
cis-1,2-Dichloroethene ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
Ethylbenzene ug/kg BRL BRL BRL NA BRL NA 68.3 BRL 80.6 BRL NA NA NA NA BRL BRL NA NA NA BRL 198
2-Hexanone (MBK) ug/kg BRL BRL BRL NA BRL NA BRL 310 VOC11 BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
4-Methyl-2-pentanone (MIBK) ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA 770 E 9,870
Methylene Chloride ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
Napthalene ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
Toluene ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
n-Propylbenzene ug/kg 1,240 1,300 1,080 NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
Trichloroethene ug/kg BRL BRL BRL NA BRL NA 50.8 BRL BRL BRL NA NA NA NA BRL BRL NA NA NA 48.8 1,080
1,2,4-Trimethylbenzene ug/kg 9,310 9,750 E 8,500 NA BRL NA 244 BRL 507 BRL NA NA NA NA BRL BRL NA NA NA 5.6 1,060
1,3,5-Trimethylbenzene ug/kg 2,800 3,090 2,700 NA BRL NA 64.8 BRL 137 BRL NA NA NA NA BRL BRL NA NA NA BRL 261
m,p-Xylene ug/kg BRL BRL BRL NA BRL NA 434 BRL 375 17.8 NA NA NA NA BRL 15.1 NA NA NA 16.4 948
o-Xylene ug/kg BRL BRL BRL NA BRL NA 250 BRL 248 5.6 NA NA NA NA BRL 10.1 NA NA NA 7.7 550
Tert-amyl methyl ether ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
Tert-Butanol / butyl alcohol ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
Ethanol ug/kg BRL BRL BRL NA BRL NA BRL BRL BRL BRL NA NA NA NA BRL BRL NA NA NA BRL BRL
TCLP Volatile Organic Compounds
Trichloroethene ug/l NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA
Polychlorinated Biphenyls
Aroclor-1260 ug/kg 103 BRL 716 NA BRL NA BRL BRL BRL BRL NA NA NA BRL NA NA NA NA NA NA NA
Total Metals
Silver mg/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA BRL 1.6 BRL BRL BRL BRL BRL BRL BRL
Arsenic mg/kg 217 1.97 1.97 1.43 2.86 2.01 13.4 2.09 2.09 18.2 16.9 NA 255 9.19 4.71 11.2 9.88 38.3 20.9 22.6 22.6
Barium mg/kg 25.9 21.8 21.8 21.1 21.2 26.6 23.8 20.9 20.9 33.9 36 NA 319 21.1 28.5 33.5 319 39.9 33.4 20.9 20.9
Cadmium mg/kg BRL BRL BRL BRL BRL BRL 2.07 BRL BRL 3.01 2.1 NA 4.69 1.15 BRL 15 BRL 10.3 4.65 4.94 4.94
Chromium mg/kg 16.8 14.5 14.5 13.6 11.9 12.4 103 16.8 16.8 214 163 NA 270 55.8 4,720 GS1 60.7 55.2 398 190 252 252
Copper mg/kg 961 65.6 65.6 368 244 166 357 213 213 1,170 647 NA 628 5.760 GS1 678 153 202 809 5,250 GS1 631 631
Mercury mg/kg 0.0899 BRL BRL BRL RO1 BRL BRL BRL RO1 BRL BRL BRL BRL NA BRL BRL BRL BRL BRL BRL BRL BRL BRL
Nickel mg/kg 8.18 4.89 4.89 5.86 5.2 4.88 104 5.94 5.94 372 87.2 NA 212 50.2 6.02 100 66.8 567 168 359 359
Lead mg/kg 59.3 2.16 2.16 72.3 10.3 8.87 26.5 25.6 25.6 36 61.6 NA 20.4 174 111 5.76 9.83 21 136 10.7 10.7
Selenium mg/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL 3.64 4.09 NA 6.27 2.43 BRL 1.95 1.99 10.6 6.25 BRL BRL
Zinc mg/kg 530 GSL 2,840 2,840 130 175 200 146 123 123 447 597 GSL NA 156 4,050 GS1 372 70.9 86.1 63.5 3,640 GS1 94.6 94.6
TCLP Metals
Cyanide mg/| NA NA NA NA NA NA NA NA NA NA NA BRL NA NA NA NA NA NA NA NA NA
Barium mg/| NA NA NA NA NA NA NA NA NA NA NA 0.242 NA NA NA NA NA NA NA NA NA
Arsenic mg/| NA NA NA NA NA NA NA NA NA NA NA BRL NA NA NA NA NA NA NA NA NA
Chromium mg/l NA NA NA NA NA NA NA NA NA NA NA BRL NA NA NA NA NA NA NA NA NA
Copper mg/l NA NA NA NA NA NA NA NA NA NA NA BRL NA NA NA NA NA NA NA NA NA
Nickel mg/l NA NA NA NA NA NA NA NA NA NA NA BRL NA NA NA NA NA NA NA NA NA
Zinc mg/l NA NA NA NA NA NA NA NA NA NA NA BRL NA NA NA NA NA NA NA NA NA
Total Cyanide mg/kg NA NA NA NA NA NA NA NA NA NA 6.08 NA 4.21 NA BRL NA NA NA NA NA NA
TCLP Cyanide mg/| NA NA NA NA NA NA NA NA NA NA NA BRL NA NA NA NA NA NA NA NA NA
pH pH Units NA NA NA NA NA NA NA NA NA NA 12.4 NA NA NA NA 114 NA NA NA NA NA
Notes:
CC - Concrete chip
CS- Core sample
NA - Not Analyzed
BRL - Below Reporting limit
ug/kg - Micrograms per kilogram
mg/kg - Milligrams per kilogram
ug/l - Micrograms per liter
mg/l - Milligrams per liter
* - Sample re-analyzed at higher dilution
E - The concentration indicated for this analyte is an estimated value
GSL1 - Sample dilution required for high concentration of target analytest
VOC11 - Thiscompound was over the instrument calibration range and 20f7

RO1 - The Reporting Limit has been raised to account for matrix interfere




TABLE 1

SUMMARY OF CONCRETE CHIP AND CONCRETE CORE ANALYTICAL RESULTS
BALDWIN HARDWARE MANUFACTURING CORPORATION
READING, PENNSYLVANIA

DECEMBER 2010

Location ID:| CS-08-001 CC-08-006 CC-08-007 CC-08-008 CC-09-001 CC-09-002 CC-09-003 CC-09-004 CC-09-005 CC-09-005* CC-09-006 CC-09-007 CC-09-007* CC-09-08 CC-09-009 CC-09-010 CS-09-001 CS-09-002 CS-09-003 CS-09-004 CC-09-011
EEGE SampleID: 1160351 1160352 1160353 1160354 1160318 1160319 1160320 116021 1160322 1160322 1160323 1160324 1160324 1160325 1160326 1160327 1160328 1160329 1160330 1160331 1160332
Date Collected:| 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010
L ocation Description: BLDG 08 BLDG 08 BLDG 08 BLDG 08 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09
Volatile Organic Compounds ug/kg
Acetone ug/kg NA NA NA 130 VOC11 BRL BRL 270 VOC11 152 185 BRL 218 VOC11 553 VOC11 BRL 184 65.7 84.1 NA NA NA NA NA
Benzene ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
2-Butanone (MEK) ug/kg NA NA NA 52.6 BRL BRL 39.9 BRL 185 BRL BRL 154 BRL 54.1 BRL BRL NA NA NA NA NA
n-Butylbenzene ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
sec-Butylbenzene ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
Chloroform ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL 10.9 BRL BRL BRL BRL BRL NA NA NA NA NA
|sopropylbenzene ug/kg NA NA NA BRL 570 BRL BRL BRL BRL 258 BRL BRL BRL BRL BRL BRL NA NA NA NA NA
4-1sopropyltoluene ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
cis-1,2-Dichloroethene ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
Ethylbenzene ug/kg NA NA NA 3.5 22,700 11,900 11.9 BRL 185 7,610 19.4 144 2,670 62.4 BRL BRL NA NA NA NA NA
2-Hexanone (MBK) ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
4-Methyl-2-pentanone (MIBK) ug/kg NA NA NA BRL 8,310 129,000 BRL BRL 1,820 E 6,240 BRL BRL BRL BRL BRL BRL NA NA NA NA NA
Methylene Chloride ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
Napthalene ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
Toluene ug/kg NA NA NA BRL BRL BRL BRL BRL 5.7 BRL 5.8 12.6 146 BRL BRL BRL NA NA NA NA NA
n-Propylbenzene ug/kg NA NA NA BRL 538 BRL BRL BRL BRL 279 BRL 13.8 481 BRL BRL BRL NA NA NA NA NA
Trichloroethene ug/kg NA NA NA BRL BRL BRL BRL BRL BRL BRL 8.7 119 79.3 BRL BRL BRL NA NA NA NA NA
1,2,4-Trimethylbenzene ug/kg NA NA NA 23.9 BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
1,3,5-Trimethylbenzene ug/kg NA NA NA 5.6 BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA
m,p-Xylene ug/kg NA NA NA 21.5 99,600 50,500 44.2 BRL 708 E 34,200 74.4 523 E 4,020 245 BRL BRL NA NA NA NA NA
o-Xylene ug/kg NA NA NA 14.7 46,700 21,000 22.7 BRL 350 E 17,400 35.4 254 E 1,270 121 BRL BRL NA NA NA NA NA
Tert-amyl methyl ether ug/kg NA NA NA 43 BRL BRL BRL BRL BRL BRL BRL BRL 10,300 BRL BRL BRL NA NA NA NA NA
Tert-Butanol / butyl alcohol ug/kg NA NA NA 311 BRL BRL BRL BRL BRL BRL BRL BRL 5,570 BRL BRL BRL NA NA NA NA NA
Ethanol ug/kg NA NA NA BRL BRL BRL 8,160 VOC11 1,880 BRL BRL 2,570 2,970 BRL 4,320 VOC11 BRL BRL NA NA NA NA NA
TCLP Volatile Organic Compounds
Trichloroethene ug/l BRL NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA BRL NA
Polychlorinated Biphenyls
Aroclor-1260 ug/kg NA NA BRL BRL BRL NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA
Total Metals
Silver mg/kg NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA BRL
Arsenic mg/kg NA 17.9 16.5 10.3 1.83 2.13 BRL 2.29 1.51 1.51 1.84 1.59 1.59 BRL 3.4 3.57 NA NA NA NA 22.8
Barium mg/kg NA 28.8 21.4 318 29.9 30 23.8 44.7 34.5 34.5 30.2 36.6 36.6 24.7 36.6 40.6 NA NA NA NA 34.1
Cadmium mg/kg NA 2.65 2.44 0.471 BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA 4.61
Chromium mg/kg NA 188 150 90.7 21.9 18.1 14.3 455 18 18 41.8 26.6 26.6 14.6 93 53 NA NA NA NA 188
Copper mg/kg NA 3,510 GS1 307 195 49.9 124 26.7 208 64.1 64.1 111 11 11 24.7 101 93.8 NA NA NA NA 521
Mercury mg/kg NA BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA BRL
Nickel mg/kg NA 293 182 115 34.8 52.1 9.18 103 52.5 52.5 84.2 15.8 15.8 8.3 296 909 GS1 NA NA NA NA 280
Lead mg/kg NA 101 23.7 6.4 9.9 10.3 4.74 17 7.52 7.52 6.69 4.21 4.21 4.16 20.8 18.2 NA NA NA NA 17
Selenium mg/kg NA 3.84 4.01 2.15 BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA 6.2
Zinc mg/kg NA 2,280 180 47.9 335 90.3 233 180 45.1 45.1 40.9 15.4 15.4 18.9 59.1 135 NA NA NA NA 122
TCLP Metals
Cyanide mg/| BRL NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA BRL BRL BRL BRL NA
Barium mg/| 0.184 NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA 0.262 0.202 0.257 0.0613 NA
Arsenic mg/| BRL NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA BRL BRL BRL BRL NA
Chromium mg/l BRL NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA BRL 0.0834 0.0223 BRL NA
Copper mg/l BRL NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA BRL BRL BRL BRL NA
Nickel mg/l 0.0347 NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA BRL 0.132 BRL BRL NA
Zinc mg/l BRL NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA BRL BRL BRL BRL NA
Total Cyanide mg/kg NA NA NA NA BRL BRL BRL BRL BRL BRL 4.82 NA NA BRL 1.35 BRL NA NA NA NA NA
TCLP Cyanide mg/| NA NA NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA BRL BRL BRL BRL NA
pH pH Units NA NA NA NA 12.5 12.6 12.6 12.5 12.5 12.5 12.6 12.6 12.6 12.6 12.2 12.6 12.6 12.5 12.5 12.6 12.4
Notes:
CC - Concrete chip
CS- Core sample
NA - Not Analyzed
BRL - Below Reporting limit
ug/kg - Micrograms per kilogram
mg/kg - Milligrams per kilogram
ug/l - Micrograms per liter
mg/l - Milligrams per liter
* - Sample re-analyzed at higher dilution
E - The concentration indicated for this analyte is an estimated value
GSL1 - Sample dilution required for high concentration of target analytest
VOC11 - Thiscompound was over the instrument calibration range and 30f7

RO1 - The Reporting Limit has been raised to account for matrix interfere




TABLE 1

SUMMARY OF CONCRETE CHIP AND CONCRETE CORE ANALYTICAL RESULTS
BALDWIN HARDWARE MANUFACTURING CORPORATION
READING, PENNSYLVANIA

DECEMBER 2010

Location ID:| CC-09-012 CS-09-005 CS-09-006 CC-09-013 CS-09-007 CS-09-008 CC-09-014 CS-09-009 CC-09-015 CC-09-016 CC-09-017 CS-09-010 CC-09-018 CC-010-001 CC-010-002 CC-010-003 CC-010-004 CC-010-005 CC-011-001 CS-011-001 CC-011-002
EEGE SampleID: 1160333 1160334 1160335 1160336 1160337 1160338 1160339 1160340 1160341 1160342 1160343 1160344 1160345 1160445 1160446 1160447 1160448 1160449 1160387 1160388 1160389
Date Collected:| 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/13/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/14/2010 12/14/2010 12/14/2010

L ocation Description: BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 09 BLDG 010 BLDG 010 BLDG 010 BLDG 010 BLDG 010 BLDG 011 BLDG 011 BLDG 011
Volatile Organic Compounds ug/kg
Acetone ug/kg 110 NA NA NA NA NA NA NA NA NA 95.2 NA NA BRL BRL BRL BRL BRL NA NA NA
Benzene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA 115 BRL BRL BRL BRL NA NA NA
2-Butanone (MEK) ug/kg 43.1 NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
n-Butylbenzene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
sec-Butylbenzene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL 298 BRL 514 NA NA NA
Chloroform ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
|sopropylbenzene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA 59.4 BRL BRL BRL 75.3 NA NA NA
4-|sopropyltoluene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
cis-1,2-Dichloroethene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
Ethylbenzene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
2-Hexanone (MBK) ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
4-Methyl-2-pentanone (MIBK) ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
Methylene Chloride ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
Napthalene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
Toluene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL 1,010 586 BRL NA NA NA
n-Propylbenzene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA 306 723 1,160 612 343 NA NA NA
Trichloroethene ug/kg BRL NA NA NA NA NA NA NA NA NA 27.9 NA NA BRL BRL BRL BRL BRL NA NA NA
1,2,4-Trimethylbenzene ug/kg BRL NA NA NA NA NA NA NA NA NA 5.7 NA NA 2,210 5,700 12,700 6,760 2,960 NA NA NA
1,3,5-Trimethylbenzene ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA 918 1,990 2,930 1,530 977 NA NA NA
m,p-Xylene ug/kg 7.2 NA NA NA NA NA NA NA NA NA 15.8 NA NA 264 215 BRL BRL 365 NA NA NA
o-Xylene ug/kg 41 NA NA NA NA NA NA NA NA NA 10.1 NA NA 126 BRL 268 BRL 182 NA NA NA
Tert-amyl methyl ether ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
Tert-Butanol / butyl alcohol ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
Ethanol ug/kg BRL NA NA NA NA NA NA NA NA NA BRL NA NA BRL BRL BRL BRL BRL NA NA NA
TCLP Volatile Organic Compounds
Trichloroethene ug/l NA NA NA NA NA NA NA NA NA NA NA BRL NA NA NA NA NA NA NA NA NA
Polychlorinated Biphenyls
Aroclor-1260 ug/kg BRL NA NA NA NA NA NA NA NA NA NA NA NA NA BRL NA NA BRL NA NA NA
Total Metals
Silver mg/kg BRL NA NA BRL NA NA BRL NA BRL BRL BRL NA BRL BRL BRL BRL BRL BRL BRL NA 5.43
Arsenic mg/kg 2.83 NA NA 2.41 NA NA 1.8 NA 18.5 3.13 27.1 NA 2.4 10.4 6.45 511 18.3 8.39 18.2 NA 6.96
Barium mg/kg 63.5 NA NA 63.7 NA NA 24.4 NA 37.3 88.5 34.2 NA 573 28.8 29.9 25.5 26.9 312 55 NA 38.6
Cadmium mg/kg BRL NA NA BRL NA NA BRL NA 2.97 BRL 4.53 NA BRL 1.79 0.0842 0.0738 3.21 13 0.781 NA BRL
Chromium mg/kg 91.7 NA NA 11.2 NA NA 14.2 NA 108 13.9 176 NA 14.6 111 44.3 40.8 148 48.2 690 NA 18.7
Copper mg/kg 298 NA NA 349 NA NA 97.6 NA 1,160 2,010 533 NA 47 267 91 93.7 286 108 9,480 GS1 NA 400
Mercury mg/kg BRL NA NA BRL NA NA BRL NA BRL BRL BRL NA BRL BRL BRL BRL BRL BRL BRL RO1 NA BRL RO1
Nickel mg/kg 13.2 NA NA 6.72 NA NA 43.2 NA 305 2,000 GS1 193 NA 21.7 140 45.7 53.1 154 57.6 10,200 GS1L NA 1,650 GS1
Lead mg/kg 16.6 NA NA 12.2 NA NA 3.95 NA 37.9 46.9 10.8 NA 4.64 9.2 5.39 4.44 8.46 6.45 872 NA 29
Selenium mg/kg BRL NA NA BRL NA NA BRL NA 3.65 BRL 6.38 NA 2.87 BRL BRL BRL BRL BRL BRL NA BRL
Zinc mg/kg 165 NA NA 196 NA NA 49.6 NA 545 GSL 1,080 GS1 63.1 NA 44.1 85.8 27.5 36.4 65.8 21.7 4,310 GS1 NA 86
TCLP Metals
Cyanide mg/| NA BRL BRL NA BRL BRL NA BRL NA NA NA BRL NA NA NA NA NA NA NA BRL NA
Barium mg/| NA 0.182 0.368 NA 0.632 0.497 NA 0.241 NA NA NA 0.149 NA NA NA NA NA NA NA BRL NA
Arsenic mg/| NA BRL BRL NA BRL BRL NA BRL NA NA NA BRL NA NA NA NA NA NA NA 0.0186 NA
Chromium mg/l NA BRL BRL NA BRL BRL NA 0.0112 NA NA NA BRL NA NA NA NA NA NA NA 1.15 NA
Copper mg/l NA BRL 0.125 NA 0.0112 0.0834 NA BRL NA NA NA BRL NA NA NA NA NA NA NA 0.0218 NA
Nickel mg/l NA BRL 0.412 NA 0.0687 0.345 NA 0.111 NA NA NA BRL NA NA NA NA NA NA NA 0.0867 NA
Zinc mg/l NA BRL 0.335 NA BRL 0.818 NA BRL NA NA NA BRL NA NA NA NA NA NA NA BRL NA
Total Cyanide mg/kg BRL NA NA 25 NA NA 51 NA 20.1 20.3 NA NA 3.79 BRL BRL BRL NA NA 29 NA BRL
TCLP Cyanide mg/| NA BRL BRL NA BRL BRL NA BRL NA NA NA NA NA NA NA NA NA NA NA BRL NA
pH pH Units 12.5 12.6 12.5 NA 12.6 NA NA NA NA NA NA NA 12.6 NA NA NA NA NA 12.1 12.7 12.4
Notes:
CC - Concrete chip
CS- Core sample
NA - Not Analyzed
BRL - Below Reporting limit
ug/kg - Micrograms per kilogram
mg/kg - Milligrams per kilogram
ug/l - Micrograms per liter
mg/l - Milligrams per liter
* - Sample re-analyzed at higher dilution
E - The concentration indicated for this analyte is an estimated value
GSL1 - Sample dilution required for high concentration of target analytest
VOC11 - Thiscompound was over the instrument calibration range and 40f7

RO1 - The Reporting Limit has been raised to account for matrix interfere




TABLE 1

SUMMARY OF CONCRETE CHIP AND CONCRETE CORE ANALYTICAL RESULTS
BALDWIN HARDWARE MANUFACTURING CORPORATION
READING, PENNSYLVANIA

DECEMBER 2010

Location ID:[ CC-011-003 CS-011-002 CC-011-004 CC-011-005 CS-011-003 CC-011-006 CC-012-001 | CC-012-001* CS-012-001 CC-012-002 CS-012-002 CC-012-003 CC-012-004 CC-012-005 CC-012-006 CC-012-007 CC-012-008 CC-012-009 CS-012-003 CC-012-010 CC-012-011
EEGE Sample | D: 1160390 1160391 1160392 1160393 1160394 1160395 1160396 1160396 1160397 1160398 1160399 1160400 1160401 1160402 1160403 1160404 1160405 1160433 1160434 1160435 1160436
Date Collected:| 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/14/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010
L ocation Description:|  BLDG 011 BLDG 011 BLDG 011 BLDG 011 BLDG 011 BLDG 011 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012
Volatile Organic Compounds ug/kg
Acetone ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL 521
Benzene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
2-Butanone (MEK) ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
n-Butylbenzene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL 94.1 BRL BRL BRL BRL NA BRL BRL
sec-Butylbenzene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL 99.7 52.7 62.4 BRL BRL NA BRL 61
Chloroform ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
|sopropylbenzene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL 60.5 BRL BRL NA BRL BRL
4-|sopropyltoluene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL 95.1 BRL BRL BRL BRL NA BRL BRL
cis-1,2-Dichloroethene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL 70.4 BRL NA BRL BRL
Ethylbenzene ug/kg NA NA NA NA NA NA 58.5 BRL NA BRL NA BRL BRL 243 263 482 84.5 BRL NA BRL 204
2-Hexanone (MBK) ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
4-Methyl-2-pentanone (MIBK) ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
Methylene Chloride ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL 484 BRL BRL 1,310 BRL NA BRL BRL
Napthalene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL 144 BRL BRL BRL BRL NA BRL BRL
Toluene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL 2,330 BRL BRL BRL BRL BRL NA BRL BRL
n-Propylbenzene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL 182 151 224 64.1 BRL NA BRL 190
Trichloroethene ug/kg NA NA NA NA NA NA 51,400 E 43,300 NA 345,000 NA BRL BRL BRL 165 149 2,830 BRL NA BRL 56.1
1,2,4-Trimethylbenzene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL 361 2,050 2,220 2,450 1,070 590 NA BRL 2,560
1,3,5-Trimethylbenzene ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL 121 513 567 718 310 109 NA BRL 649
m,p-Xylene ug/kg NA NA NA NA NA NA 394 BRL NA BRL NA BRL 102 1,170 1,410 BRL 501 BRL NA BRL 1,230
o-Xylene ug/kg NA NA NA NA NA NA 135 BRL NA BRL NA BRL 65.8 747 819 BRL 403 58.4 NA BRL 875
Tert-amyl methyl ether ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
Tert-Butanol / butyl alcohol ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
Ethanol ug/kg NA NA NA NA NA NA BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
TCLP Volatile Organic Compounds
Trichloroethene ug/l NA NA NA NA NA NA NA NA 22.8 NA 360 NA NA NA NA NA NA NA BRL NA NA
Polychlorinated Biphenyls
Aroclor-1260 ug/kg BRL NA NA NA NA BRL NA NA NA NA NA NA NA NA NA NA NA NA NA NA BRL
Total Metals
Silver mg/kg BRL NA BRL BRL NA BRL BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
Arsenic mg/kg 21.8 NA 9.56 6.56 NA 2.32 1.77 1.77 NA 1.63 NA 1.72 1.38 1.86 2.03 1.78 1.83 1.89 NA 1.84 2.79
Barium mg/kg 41.8 NA 45.3 33.3 NA 30.4 107 107 NA 308 NA 36.1 44.9 25.1 27.7 29.4 25.4 29.9 NA 35 72.2
Cadmium mg/kg BRL NA 1.23 BRL NA BRL 0.485 0.485 NA 17.4 NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
Chromium mg/kg 1,150 NA 46.6 289 NA 6.73 13.9 13.9 NA 244 NA 17.9 10.2 7.79 16.4 11.3 23.5 16.5 NA 12.3 7.81
Copper mg/kg 468 NA 2,250 2,560 NA 211 237 237 NA BRL NA 219 245 47.6 126 634 69.8 15 NA 69.8 712
Mercury mg/kg BRL RO1 NA BRL RO1 BRL RO1 NA BRL BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
Nickel mg/kg 1,360 GS1 NA 881 GSL 958 GS1 NA 6.33 6.47 6.47 NA 9.43 NA 7.61 6.42 4.29 5.11 8.6 6.84 4.74 NA 6.65 8.23
Lead mg/kg 49 NA 112 39.6 NA 8.13 15.8 15.8 NA 17.5 NA 13.1 17.5 5.86 9.28 22.7 7.09 9.69 NA 9.04 27
Selenium mg/kg BRL NA BRL BRL NA BRL BRL BRL NA BRL NA BRL BRL BRL BRL BRL BRL BRL NA BRL BRL
Zinc mg/kg 357 NA 1,740 GS1 283 NA 133 198 198 NA 202 NA 592 GS1 274 48.3 92.6 384 50.2 18.1 NA 53.8 440
TCLP Metals
Cyanide mg/| NA BRL NA NA BRL NA NA NA BRL NA BRL NA NA NA NA NA NA NA BRL NA NA
Barium mg/| NA BRL NA NA BRL NA NA NA BRL NA BRL NA NA NA NA NA NA NA BRL NA NA
Arsenic mg/| NA 0.0269 NA NA BRL NA NA NA BRL NA 0.0048 NA NA NA NA NA NA NA BRL NA NA
Chromium mg/l NA 2.77 NA NA 0.0108 NA NA NA 0.0774 NA 0.0536 NA NA NA NA NA NA NA 0.0243 NA NA
Copper mg/l NA 0.0084 NA NA BRL NA NA NA 0.0166 NA 0.0768 NA NA NA NA NA NA NA BRL NA NA
Nickel mg/l NA BRL NA NA BRL NA NA NA BRL NA 0.0449 NA NA NA NA NA NA NA BRL NA NA
Zinc mg/l NA 0.122 NA NA BRL NA NA NA BRL NA BRL NA NA NA NA NA NA NA BRL NA NA
Total Cyanide mg/kg 1.09 NA 1.49 BRL NA NA NA NA BRL NA NA NA NA NA NA NA NA NA NA NA NA
TCLP Cyanide mg/| NA BRL NA NA BRL NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA
pH pH Units 12.2 12.5 11.9 12.3 12.6 NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA
Notes:
CC - Concrete chip
CS- Core sample
NA - Not Analyzed
BRL - Below Reporting limit
ug/kg - Micrograms per kilogram
mg/kg - Milligrams per kilogram
ug/l - Micrograms per liter
mg/l - Milligrams per liter
* - Sample re-analyzed at higher dilution
E - The concentration indicated for this analyte is an estimated value
GSL1 - Sample dilution required for high concentration of target analytest
VOC11 - Thiscompound was over the instrument calibration range and 50f7

RO1 - The Reporting Limit has been raised to account for matrix interfere




SUMMARY OF CONCRETE CHIP AND CONCRETE CORE ANALYTICAL RESULTS

TABLE 1

BALDWIN HARDWARE MANUFACTURING CORPORATION
READING, PENNSYLVANIA

DECEMBER 2010

Location ID:| CC-012-012 CC-012-013 CC-012-014 CC-012-015 CC-012-016 | CC-012A-001 | CC-012A-002 | CC-012A-003 | CC-051-001 | CC-051-001* CC-051-002 CS-051-001 CC-051-003 CC-051-004 CS-051-002 CC-051- 005 CC-051-006 CS-051-003 CC-051-007 CC-051-008 CC-051-009
EEGE SampleID: 1160437 1160438 1160442 1160443 1160444 1160439 1160440 1160441 1160419 1160419 1160420 1160421 1160422 1160423 1160424 1160425 1160426 1160427 1160428 1160429 1160430
Date Collected:| 12/14/2010 12/14/2010 12/15/2010 12/15/2010 12/15/2010 12/14/2010 12/14/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010
L ocation Description:| BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012 BLDG 012A BLDG 012A BLDG 012A BLDG 051 BLDG 051 BLDG 051 BLDG 051 BLDG 051 BLDG 051 BLDG 051 BLDG 051 BLDG 051 BLDG 051 BLDG 051 BLDG 051 BLDG 051
Volatile Organic Compounds ug/kg
Acetone ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
Benzene ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
2-Butanone (MEK) ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
n-Butylbenzene ug/kg BRL BRL BRL BRL BRL BRL BRL BRL 200 268 NA NA NA NA NA NA BRL NA NA NA NA
sec-Butylbenzene ug/kg BRL BRL BRL BRL BRL BRL BRL BRL 127 BRL NA NA NA NA NA NA BRL NA NA NA NA
Chloroform ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
|sopropylbenzene ug/kg BRL BRL BRL BRL BRL BRL BRL BRL 780 BRL NA NA NA NA NA NA BRL NA NA NA NA
4-|sopropyltoluene ug/kg BRL BRL BRL BRL BRL BRL BRL BRL 68.1 BRL NA NA NA NA NA NA BRL NA NA NA NA
cis-1,2-Dichloroethene ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
Ethylbenzene ug/kg BRL BRL 402 BRL BRL BRL BRL BRL 2,830 2,730 NA NA NA NA NA NA BRL NA NA NA NA
2-Hexanone (MBK) ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
4-Methyl-2-pentanone (MIBK) ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
Methylene Chloride ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
Napthalene ug/kg BRL BRL BRL BRL BRL BRL BRL BRL 157 241 NA NA NA NA NA NA BRL NA NA NA NA
Toluene ug/kg BRL BRL 201 BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
n-Propylbenzene ug/kg BRL BRL 163 BRL BRL BRL BRL BRL 2,020 1,540 NA NA NA NA NA NA BRL NA NA NA NA
Trichloroethene ug/kg BRL BRL 103 1,000 64.2 BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
1,2,4-Trimethylbenzene ug/kg BRL BRL 1,660 BRL BRL BRL BRL BRL 8,140 E 8,540 NA NA NA NA NA NA BRL NA NA NA NA
1,3,5-Trimethylbenzene ug/kg BRL BRL 502 BRL BRL BRL BRL BRL 4,150 3,520 NA NA NA NA NA NA BRL NA NA NA NA
m,p-Xylene ug/kg BRL BRL 1,880 BRL BRL BRL BRL BRL 13,300 E 14,200 NA NA NA NA NA NA BRL NA NA NA NA
o-Xylene ug/kg BRL BRL 1,050 BRL BRL BRL BRL BRL 4,500 4,250 NA NA NA NA NA NA BRL NA NA NA NA
Tert-amyl methyl ether ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
Tert-Butanol / butyl alcohol ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
Ethanol ug/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA NA NA NA NA NA BRL NA NA NA NA
TCLP Volatile Organic Compounds
Trichloroethene ug/l NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA
Polychlorinated Biphenyls
Aroclor-1260 ug/kg BRL NA NA NA BRL NA NA BRL BRL BRL NA NA NA NA NA NA NA NA NA NA NA
Total Metals
Silver mg/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA BRL BRL NA BRL BRL NA BRL BRL BRL
Arsenic mg/kg 1.64 1.84 1.78 247 19 2.57 1.54 10.1 241 241 1.65 NA 221 2.3 NA 2.71 1.73 NA BRL 3.57 241
Barium mg/kg 33.3 32 259 40.7 32.7 112 39.5 54.7 29.3 29.3 114 NA 60.2 69.6 NA 34.4 69.4 NA 28 32.8 25.2
Cadmium mg/kg BRL BRL BRL BRL BRL 0.494 BRL BRL BRL BRL BRL NA BRL BRL NA BRL BRL NA BRL BRL BRL
Chromium mg/kg 12 10.8 12.5 234 11.6 12.8 11.7 10.2 231 231 12.3 NA 9.92 18.1 NA 20.1 13.9 NA 20.1 18.5 17.7
Copper mg/kg 68.5 94.3 46.5 122 24 831 191 440 313 313 19.8 NA 39.8 65.9 NA 75.4 402 NA 215 29.9 18.3
Mercury mg/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA BRL BRL NA BRL BRL NA BRL BRL BRL
Nickel mg/kg 21.4 4.72 4.71 6.74 4.73 10.7 6.5 133 10.1 10.1 282 NA 39.9 4,470 NA 804 1,550 NA 325 7.07 7.84
Lead mg/kg 17.1 10.9 5.58 13.3 7.51 38.1 11.7 774 6.64 6.64 5.49 NA 7.18 17.7 NA 6.7 13.5 NA 8.95 5.48 5.47
Selenium mg/kg BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL BRL NA BRL BRL NA BRL BRL NA BRL BRL BRL
Zinc mg/kg 68.1 73.4 44.4 111 24.1 773 GSL 256 306 32.5 325 41 NA 141 80.1 NA 69.6 166 NA 148 24.8 28.2
TCLP Metals
Cyanide mg/| NA NA NA NA NA NA NA NA NA NA NA BRL NA NA BRL NA NA BRL NA NA NA
Barium mg/| NA NA NA NA NA NA NA NA NA NA NA BRL NA NA BRL NA NA BRL NA NA NA
Arsenic mg/| NA NA NA NA NA NA NA NA NA NA NA BRL NA NA BRL NA NA BRL NA NA NA
Chromium mg/l NA NA NA NA NA NA NA NA NA NA NA BRL NA NA BRL NA NA 0.0088 NA NA NA
Copper mg/l NA NA NA NA NA NA NA NA NA NA NA BRL NA NA BRL NA NA 0.597 NA NA NA
Nickel mg/l NA NA NA NA NA NA NA NA NA NA NA 1.73 NA NA 0.168 NA NA 3.63 NA NA NA
Zinc mg/l NA NA NA NA NA NA NA NA NA NA NA BRL NA NA BRL NA NA BRL NA NA NA
Total Cyanide mg/kg NA NA NA NA NA BRL BRL BRL BRL BRL BRL NA BRL BRL NA BRL BRL NA 97.5 BRL BRL
TCLP Cyanide mg/| NA NA NA NA NA NA NA NA NA NA NA BRL NA NA 0.0147 NA NA 0.021 NA NA NA
pH pH Units NA NA NA NA NA NA NA NA 12.6 12.6 12.2 12.5 11.8 11.9 12.6 NA 10.9 NA NA NA NA
Notes:
CC - Concrete chip
CS- Core sample
NA - Not Analyzed
BRL - Below Reporting limit
ug/kg - Micrograms per kilogram
mg/kg - Milligrams per kilogram
ug/l - Micrograms per liter
mg/l - Milligrams per liter
* - Sample re-analyzed at higher dilution
E - The concentration indicated for this analyte is an estimated value
GSL1 - Sample dilution required for high concentration of target analytest
VOC11 - Thiscompound was over the instrument calibration range and 60f7

RO1 - The Reporting Limit has been raised to account for matrix interfere




TABLE 1

SUMMARY OF CONCRETE CHIP AND CONCRETE CORE ANALYTICAL RESULTS
BALDWIN HARDWARE MANUFACTURING CORPORATION
READING, PENNSYLVANIA

DECEMBER 2010

Location ID:| CC-051-010 | CC-051A-001 | CS-051A-001 | CC-051A-002 | CS-051A-002 | CC-051A-003 [ CC-051A-005 | CS-051A-003 | CC-051A-006 | CC-051A-009 | CC-051A-009* | CC-051-007 | CC-051A-008 | CS-051A-004 | CC-051A-004 [ CC-INC-001
EEGE SampleID: 1160431 1160406 1160407 1160408 1160409 1160410 1160411 1160412 1160413 1160414 1160414 1160415 1160416 1160417 1160418 1160432
Date Collected:| 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/15/2010 12/14/2010
L ocation Description:|  BLDG 051 BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A BLDG 051A I ncinerator
Volatile Organic Compounds ug/kg
Acetone ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
Benzene ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
2-Butanone (MEK) ug/kg NA NA NA NA NA NA NA NA NA 1,400 BRL NA NA NA NA BRL
n-Butylbenzene ug/kg NA NA NA NA NA NA NA NA NA 207 294 NA NA NA NA BRL
sec-Butylbenzene ug/kg NA NA NA NA NA NA NA NA NA 223 BRL NA NA NA NA 74.1
Chloroform ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
|sopropylbenzene ug/kg NA NA NA NA NA NA NA NA NA 439 382 NA NA NA NA 74.1
4-|sopropyltoluene ug/kg NA NA NA NA NA NA NA NA NA 135 BRL NA NA NA NA BRL
cis-1,2-Dichloroethene ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
Ethylbenzene ug/kg NA NA NA NA NA NA NA NA NA 307 BRL NA NA NA NA 774
2-Hexanone (MBK) ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
4-Methyl-2-pentanone (MIBK) ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
Methylene Chloride ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
Napthalene ug/kg NA NA NA NA NA NA NA NA NA 56.5 BRL NA NA NA NA BRL
Toluene ug/kg NA NA NA NA NA NA NA NA NA 1,570 1,480 NA NA NA NA BRL
n-Propylbenzene ug/kg NA NA NA NA NA NA NA NA NA 1,840 1,430 NA NA NA NA 349
Trichloroethene ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
1,2,4-Trimethylbenzene ug/kg NA NA NA NA NA NA NA NA NA 14,500 E 14,900 NA NA NA NA 4,100
1,3,5-Trimethylbenzene ug/kg NA NA NA NA NA NA NA NA NA 4,060 3,440 NA NA NA NA 1,120
m,p-Xylene ug/kg NA NA NA NA NA NA NA NA NA 1,230 1,020 NA NA NA NA 3,360
o-Xylene ug/kg NA NA NA NA NA NA NA NA NA 842 715 NA NA NA NA 1,800
Tert-amyl methyl ether ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
Tert-Butanol / butyl alcohol ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
Ethanol ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
TCLP Volatile Organic Compounds
Trichloroethene ug/l NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA
Polychlorinated Biphenyls
Aroclor-1260 ug/kg NA NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA BRL
Total Metals
Silver mg/kg BRL BRL NA 2.99 NA BRL 3.67 NA BRL BRL BRL BRL BRL NA BRL BRL
Arsenic mg/kg 21 2.18 NA 2.28 NA 1.65 1.8 NA 2.83 2.02 2.02 1.42 1.94 NA 2.45 2.37
Barium mg/kg 60 371 NA 372 NA 366 218 NA 65.7 472 472 264 447 NA 498 32.5
Cadmium mg/kg BRL BRL NA BRL NA BRL BRL NA BRL BRL BRL BRL BRL NA BRL BRL
Chromium mg/kg 13.2 13.3 NA 20.4 NA 11.3 72.1 NA 14.9 115 11.5 8.89 10.8 NA 14.7 18.8
Copper mg/kg 140 65 NA 461 NA 34.3 433 NA 35.6 15.3 15.3 BRL BRL NA 68.1 59.7
Mercury mg/kg BRL BRL NA 0.0294 NA BRL BRL NA BRL BRL BRL BRL BRL NA BRL BRL
Nickel mg/kg 6,000 GS1 19.6 NA 37.8 NA 10.2 25.6 NA 20.1 10.2 10.2 8.31 15.9 NA 34.2 7.36
Lead mg/kg 19.2 56.5 NA 379 NA 169 217 NA 7.07 5.36 5.36 714 8.53 NA 14.2 5.72
Selenium mg/kg BRL BRL NA BRL NA BRL BRL NA BRL BRL BRL BRL BRL NA BRL BRL
Zinc mg/kg 219 35.2 NA 47.9 NA 27.8 51.9 NA 115 37 37 316 52.1 NA 68.4 50.1
TCLP Metals
Cyanide mg/| NA NA BRL NA BRL NA NA BRL NA NA NA NA NA BRL NA NA
Barium mg/| NA NA 0.472 NA 0.344 NA NA BRL NA NA NA NA NA BRL NA NA
Arsenic mg/| NA NA BRL NA BRL NA NA BRL NA NA NA NA NA BRL NA NA
Chromium mg/l NA NA BRL NA BRL NA NA BRL NA NA NA NA NA 0.0098 NA NA
Copper mg/l NA NA BRL NA BRL NA NA BRL NA NA NA NA NA BRL NA NA
Nickel mg/l NA NA 0.072 NA 0.0955 NA NA BRL NA NA NA NA NA BRL NA NA
Zinc mg/l NA NA BRL NA BRL NA NA BRL NA NA NA NA NA BRL NA NA
Total Cyanide mg/kg BRL NA NA NA NA NA NA NA NA BRL BRL NA NA NA NA NA
TCLP Cyanide mg/| NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA NA
pH pH Units 11.7 12.6 12.4 12.5 12.5 12.5 12.2 12.6 10.8 12.6 12.6 12.6 12.6 12.6 12.3 NA
Notes:
CC - Concrete chip
CS- Core sample
NA - Not Analyzed
BRL - Below Reporting limit
ug/kg - Micrograms per kilogram
mg/kg - Milligrams per kilogram
ug/l - Micrograms per liter
mg/l - Milligrams per liter
* - Sample re-analyzed at higher dilution
E - The concentration indicated for this analyte is an estimated value
GSL1 - Sample dilution required for high concentration of target analytest
VOC11 - Thiscompound was over the instrument calibration range and 70of7

RO1 - The Reporting Limit has been raised to account for matrix interfere




